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KET QUA THU NGHIEM

TEST RESULT

1. Tén méiu thir: Ong nhua phang HDPE D110x5,3 mm

2. Khach hang: Céng ty C6 phan Ba An

3.S0 luong mau: 01 miu

4. Ngay nhan mau: 13/03/2025

5. Tinh trang mau: 01 doan 6ng nhua dai 1,2 mét

6. Thoi gian thir nghiém: Tir ngay 14/ 03/ 2025 dén ngay 20/ 03/ 2025

7. Ngay hoan thanh: 20/ 03/ 2025

TRUONG PTN HANG TIEU DUNG

Pham Thiy Hang

1. Phiéu két qud nay chi c6 gid tri d6i véi mdu thir do khach hang dira t6i.
This test results are valid only for samples taken by customer.
2. Khéng dwoc trich sao mot phan két qua nay néu khong dwoc su dong y cia trung tam Ky thugt 1.
This test results shall not reproduced except in }'m’." without the written approved of QUATEST 1.
Tén mau va tén khach hang dwoc ghi theo véu cau cua khach hang.
Name (),’ \{l.’?i‘p.’{’ and customer are written as customer's I{l.fli'("n'
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TEST RESULT

STT Tén chi tiéu Ponvi | Phuong phap thir Két qua

1 Puong kinh ngoai mm TCVN 6145: 2007 110,3

2 | Chiéu day vich 6ng mm TCVN 6145: 2007 L

3 | Ngoai quan TCVN 7305-2: 2008 | Bé mat nhan, khong

khuyeét tat

4 Kha nang chiu nén ngang AS 1462.2: 2002 Khéng niit vé

5 | Do bén khi nén 6ng bién dang 40% ASTM D2241: 2000 Khéng niit vo
duong kinh ngoai

6 | Do bén kéo drit MPa TCVN 7434: 2004 25,62

7 | DO bén va dap TCVN 6144: 2003 Ti 1& va dap thuc

< 10%

8 Su thay déi kich thuéc theo chiéu doc % TCVN 6148: 2007 1,0
(Su hoi nhiét)

9 | Do bén dién dp tin s6 cong nghiép tai TCVN 8699: 2011 Khéng bi phéng
10 kV/1 phat dién danh thimg

kb &t %k

1. Phiéu két qua nay chi ¢6 gid tri doi véi mau thie do khdach hang da (6.
This test results are valid only for samples taken by custoner.
2. Khéng duwoc trich sao mgt phan két qua ndy néu khéng dwge sir dong ¥ ciia t ‘ung tam Ky thudt 1.
This test results shall not reproduced except in full, without the written approved of QUATEST 1.
Tén mau va tén khach hang dwoc ghi theo yéu cau cua khdch hang.
Name of sample and customer are written as customer's request.
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