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KET QUA THU NGHIEM

TEST RESULT

1. Tén méu thi:  Ong nhua phing HDPE D180

2. Khich hang : Cong ty C6 phdn Ba An

3.S6 lugng mau: 01 méu 4. Ngay nhan mau: 22/03/ 2016
5. Tinh trang mau: 01 doan 6ng nhua dai 1 mét

6. Thoi gian thir nghiém: Tir ngay 22/ 03/ 2016 dén ngay 01/ 04/ 2016

STT Tén chi tiéu Pon vi Phuong phap tha Két qua
1 |Puong kinh ngoai mm DIN 8074: 1999 180,4
2 |Chiéu day vich 6ng mm DIN 8074: 1999 13,4
3 |Puong kinh trong mm DIN 8074: 1999 153,7
4 |Ngoai quan TCVN 7305-2: 2008 Bé mat nhin, khong
khuyét tat
5 |Su thay déi kich thudc theo chiéu doc % TCVN 6148: 2007 1,4
6 |Do bén dp suat thiy tinh & 80°C trong DIN 8075: 1999 Khong ro ri
170 git
- Ap sudt thit 6,4 kglem®
( Tuong ditong véi ing sudt vong 4,0 N/mm’® )

Ha Néi, ngay 01 /04/2016

TUQ.TRUONG PTN HANG TIEU DUNG

Lai Minh Hai

1. Phiéu két qua nay chi cé gia tri doi voi mau thir do khach hang dwa 5.
This test results is value only for mmp[u taken by customer.
Khéng duwgc trich sao mot phan két qua nay néu khong dwoc sw dong y cua trung tam Ky thudt 1.
This test results shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang duwoe ghi theo yéu cau cua khach hang.
Name of sample and customer are written as customer'’s request.
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