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KET QUA THU NGHIEM
TEST RESULT

1. Tén mau thir: 6ng nhua phang HDPE D200 x 14,7 mm PN12,5
2. Khach hang: Cong ty C6 phian Ba An
3.S6 luong mau: 01 méu 4. Ngay nhan mau: 06/ 11/ 2023
5. Tinh trang mau: 01 doan 6ng nhua dai 1 mét
6. Thoi gian thir nghiém: Tir ngay 07/ 11/ 2023 dén ngay 13/ 11/ 2023
7. Ngay hoan thanh: 13/11/2023

STT Tén chi tiéu Pon vi Phuong phap thir Két qua
1 | Pudng kinh trong mm DIN 8074: 1999 169,6
2 Chiéu day vach éng mm DIN 8074: 1999 15,1
3 | b6 bén kéo duit MPa ISO 6259: 1997 24,36
4 | Do bén va dap ¢ 20°C ISO 3127: 1980 Khong v
(h=2m;, m=4,0kg)
5 Kha nang chiu nén ngang AS 1462.2: 1984 Khoéng nut vo
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1. Phiéu két qua nay chi ¢é gid tri déi véi mau thir do khéch hang dwra 16i.
This test results is value only for samples taken by customer.
2. Khong duge trich sao mot pf’fcm ket qua nay néu khéng deoe sie dong ¥ cia trung tém KV thugt 1.
This test results shall not reproduced except in full, w ithout the written approved of QUATEST 1.
Tén mdu va tén khach hang dicge ghi theo yéu cau cua khdch hang,

Ly

Name of sample and customer are written as customer s request.
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