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TEST RESULT
1. Ten mau thir: Gng nhua phang HDPE 280x13,4 mm
2. Khach hang : Cong ty C6 phan Ba An
3. S61uQ'Ilg mau: 01 mau 4. Ngay nhan mau: 03/07/2017
5. Tlnh trang mau: 02 doan ong nhua rnoi doan dai 1 met
6. Thai gian thu nghiern: Tir ngay 03/07/2017 den ngay 11/07/2017
STT Ten chi tieu Dan vi Phuong phap thir Ket qua

1 Duong kinh ngoai I mm DIN 8074: 1999 280,3
2 Chieu day vach eng mm DIN 8074: 1999 13,7
3 Ngoai quan DIN 8075: 1999 ~m~tnhan,kh6ng

khuyet t~t
4 D(>ben khi nen ong bien dang 40% ASTM D2241: 2000 Khong mit va

duong kinh ngoai
5 D(>ben keo dirt MPa TCVN 7434: 2004 24,16
6 D(>ben va dap a ODC Tham khao T1 l~ va dap thirc

ISO 3127: 1994 (TIR) < 10%
7 SI! thay d6i kich thuoc thea chieu doc % TCVN 6148: 2007 1,1

(SI! hoi nhiet)
8 Nhi~t d(>Vicat DC TCVN 6147: 2003 84
9 D(>ben ap suat thuy tinh a 80DCtrong DIN 8075: 1999 Khong ro ri

170 gio'
- Ap slid! tlui:4,0 kglcnt'
( TI(O'ngduang vai ((ng sud! vong 4,0 Nlmm' )

TUQ.TRUdNG PTN HANG TIEU DUNG
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L:;tiMinh Hai

...
1. Phiiu k~~qua nay chi co gia trt d6i w'ri mau thit do khach hang dua tOi. ~ . (J,(IIl/R/YI·~ .fP?C

This test results is value onlyfor samples taken by customer.
2. Kh6ng dl((lc trich sao m<3tphc1nk~t qua nay n~u khOng dU(lc Sf! d6ng y cua trung tam Kji thwjt 1.

This test results shall not reproduced except infull, without the written approved of QUATEST 1.
3. Ten mau ~a ten khcich hang dU(lc ghi thea yeu cdu cua khcich hang.

Name of spmple and customer are written as customer s request.
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